March 1, 2003
POZZOLAN SOURCES

Specification Reference: 901.02, 901.03, and 901.04
Only sources listed below will be permitted in PCC. The use of pozzolan as a
partial cement substitute shall be in accordance with the Standard Specifications.

Mat. Source Manufacturer Approval
Code Code Location/Product Number Comments
Type
0511 0218 AMEREN ENERGY FUELS AND SERVICES
NEWTON POWER STATION--—--—————————————————————— w028150 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.25

0511 0219 HOLCIM, INC.
MILLER PLANT OF ALABAMA POWER---—---—-——-——————- W028155 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.66

0511 0222 1ISG RESOURCES, INC.
BAY SHORE POWER PLANT-----------—————————————— W028154 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.58

0511 0221 1ISG RESOURCES, INC.
DYNEGY, BALDWIN POWER PLANT------—-—----——————---— W028152 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.66

0511 0212 1ISG RESOURCES, INC.
MITCHELL STATION, GARY, IN-------—-—-—-——-———————-— W028158 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.62

0511 0207 ISG RESOURCES, INC.
SCHAHFER UNIT 15, WHEATFIELD, IN-----—-—----——- W028151 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.59

0511 0216 LAFARGE NORTH AMERICA
JOPPA POWER GENERATION STATION, JOPPA, IL----- W028159 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.70

0511 0206 LAFARGE NORTH AMERICA
WILL COUNTY UNITS 3 AND 4, ROMEOVILLE, IL----- W028157 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.49

0511 0202 MINERAL SOLUTIONS, INC.
ROCKPORT STATION, ROCKPORT, IN--------—-———---- W028156 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.74

0511 0205 MINERAL SOLUTIONS, INC.
JOLIET STATION UNITS 7 AND 8, JOLIET, IL------ W028163 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.46

0512 0209 FLY ASH DIRECT
MIAMI FORT UNIT 7, NORTH BEND, OH------—-----——-- W028161 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.22

0512 0211 1ISG RESOURCES, INC.
PETERSBURG POWER STATION, PETERSBURG, IN------ W028160 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.55

0512 0220 1ISG RESOURCES, INC.
TRIMBLE COUNTY POWER PLANT-------—-—————-—-—————-— W028162 AVERAGE SPECIFIC
FLY ASH GRAVITY - 2.49
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MINERAL SOLUTIONS, INC.
ELMER SMITH STATION, OWENSBORO, KY------------
FLY ASH

W028164

AXIM CONCRETE TECHNOLOGIES

CATEXOL SF-D-—=-—===—==—— === —— oo W028167
SILICA FUME
ELKEM MATERIALS, INC.
EMS 970 DA--—== === === o e e e W028168
SILICA FUME
ELKEM MATERIALS, INC.
EMS 970 S—--——-=— == — oo W028169
SILICA FUME
MASTER BUILDERS, INC.
RHEOMAC SF 100--—==--—=———=——— = m o W028170
SILICA FUME
MASTER BUILDERS, INC.
RHEOMAC SF 110--—=—--—=———=————— oo W028171
SILICA FUME
RUSSTECH ADMIXTURES
RUSSTECH CSF-—--—=—==—==———— - m oo W028172
SILICA FUME
SIKA CORPORATION
SIKACRETE 950-—==========— == mm e W028173
SILICA FUME
SIKA CORPORATION
SIKACRETE 960-—---—=-———=——————————— W028174
SILICA FUME
W. R. GRACE AND COMPANY
FORCE 10000--—==========— === m e~ W028190
SILICA FUME
HOLCIM, INC.
CHICAGO, IL-——--—=—==—==————— - m oo W028165

GROUND GRANULATED BLAST FURNACE SLAG
LAFARGE NORTH AMERICA
SOUTH CHICAGO GRINDING FACILITY,
HARBOR WORKS PLANT
GROUND GRANULATED BLAST FURNACE SLAG

ISPAT INLAND W038150

AVERAGE SPECIFIC
GRAVITY - 2.52

AVERAGE SPECIFIC
GRAVITY - 2.77

AVERAGE SPECIFIC
GRAVITY - 2.91



